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CERTIFICATE OF ANALYSIS 
 

Description : Coconut Shell Charcoal Briquette 
Type of Sample : Cube, Size (2.5 x 2.5 x 2.5 cm) 
Manufacturer / Shipper : CV. Bumi Indonesia Abadi 

Jl. Rambutan Wringinanom, 
Dsn. Glonggong, Ds. Asemkandang ,Kec. Kraton 
Jogosari, Kec. Pandaan Pasuruan, Jawa Timur 

Sample Weight : 3.00 kgs 
Date of Sampling : 27 September 2025 
Location of Sampling : CV. Bumi Indonesia Abadi, Warehouse 
Date of Analysis : 28 September 2025 

Sampling  
Samples were taken and prepared in accordance with SNI 19-0428-1998. 

Analysis  
Analysis were performed at PT Carsurin Tbk. Gresik Laboratory (acceditation by KAN / 
National Accreditation Committe – Indonesia for SNI ISO/IEC 17025:2017 Cert No. LP- 
2065-IDN) in accordance with ASTM Standard. The results of our analysis are as 
follows: 

Parameter Unit 
Results 

Method Wet 
Basis 

Dry 
Basis 

Moisture % 4.53 - ASTM D1762-84 (2021) section 7.2 

Ash Content % 2.22 2.33 ASTM D1762-84 (2021) section 7.4 

Volatile Matter % 13.87 14.53 ASTM D1762-84 (2021) section 7.3 

Fixed Carbon % 79.38 83.14 MWI.01.63.LC (by calculation) 

This certificate refers solely to the analysis in accordance with the details described 
herein and does not certify any other matter, and is issued without prejudice. 

 
Gresik, 29 September 2025 
PT. CARSURIN Tbk. 

 
 
 

Abdillah Faiz Naim 
Head of Laboratory 
For verification of authenticity of certificate or reports, scan the secure QR code using the Validator App or visit verify.carsurin.com 
The analysis results are based on representative samples which are taken based on applied standard (Ref SNI 19-0428-1998 
Petunjuk Pengambilan Contoh Padatan ) during the inspection (or audit). This particular cargo as stated in this certificate has been 
performed cooling and weathering process as declared by the shipper in the weathering certificate. The certificate is valid for this 
particular shipment with the invoice number, booking number, and gross/net weight as mentioned in this certificate. 


